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Frequency and reasons for the removal of  Stainless Steel Plates

INTRODUCTION

Injuries to the cranio-maxillofacial area affect a
significant number of trauma patients, and conse-
quences of trauma to this region can include any
combination of dental, bone, and soft tissue injury.
Verification of the etiology of crani-omaxillofacial frac-
tures provides insight into the behavioral patterns of

people from different countries and also can help
identify ways to prevent such injuries 1,2.

Internal fixation using bone plates (BPs) and screws
has been used in the facial region since late 19th
century1. In the maxillofacial region, modern internal
fixation devices have gained more popularity since
1978 when Champy adapted techniques from Michelet
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et al., and nowadays these devices form an important
part in the management of facial bone trauma,
orthognathic and maxillofacial reconstructive
Surgery. 3,4,5,6 Today, open reduction and rigid internal
fixation can be achieved with a variety of different
plating systems, some using an intraoral approach and
some an extraoral approach. 7, 8,

The application of internal fixation in maxillofacial
trauma is among the great advances that have been
made in the field. The use of this technique has
resulted in many advantages for the patients, however
complications can arise3. The most common complica-
tions are malunion, infection / osteitis, paresthesia and
iatrogenic piercing of tooth roots or the mandibular
canal.9

The rationale of the present study was to evaluate
the causes of plate removal in maxillofacial trauma
patients. Other purpose of the study was to compare
the frequency of the plate removal to the international
studies undertaken on the subject in various trauma
and maxillofacial surgery units. This studywas the first
of its kind in the region on the subject and will be a good
addition to the literature.

METHODOLOGY

All operations were conducted in Oral and Maxillo-
facial surgery unit of Khyber College of Dentistry,
Peshawar Pakistan. Surgery was performed in a stan-
dardized manner and patients were systematically
followed up postoperatively according to a prospective
protocol. On admission age, gender, type of trauma,
and duration from trauma to admission were recorded.
Preoperative radiological examination was performed
using either panoramic radiographs (OPG),
occipitomental view(OM view), Jug handle view, Lat-
eral oblique view of mandible, posterioanterior View
mandible or computed tomography scans, depending
on the patient’s medical condition. The radiological
findings preoperatively recorded were: status of denti-
tion (dentate, partially dentate, or edentulous), pres-
ence of tooth in the line of fracture, fracture site,
presence of additional mandibular fractures, The op-
eration was performed under general anesthesia with
nasotracheal intubation. Prior to open reduction, eye-
let wiring was done in all dentate patients for intraop-
erative maxillomandibular fixation, which was fol-
lowed by intermaxillary fixation ranging from one to

six weeks depending upon age group. All plates were
placed using an intraoral or extraoral approach and
fixated with 4 monocortical screws (2 mm diameter, 6
mm or 8 mm length) was used.  Both Plates and screws
were made of stainless steel.

Indications for tooth extraction were fracture of
the root itself, peri-apical and peri-coronal pathologies,
tooth with gross mobility, grossly carious teeth, exten-
sive periodontal damage, impacted teeth and fracture
attended for more than a week. Concomitant fractures
of the mandibular symphysis, parasymphysis, or body
were fixated with two, 4-hole 2 mm miniplates at the
superior and inferior borders. Concurrent condylar or
subcondylar fractures were treated closed by postop-
erative intermaxillary fixation for 21 days. Drains were
not used in any of the patients. For antibiotic prophy-
laxis, amoxicillin/clavulanic acid 1.2 g was adminis-
tered three times per day intravenously from admis-
sion up to 24 hours postoperatively, and 1 g two times
per day orally for an additional 4 days. The patients
were advised to rinse their mouth three times daily
with a 0.1% chlorhexidine solution until removal of the
dental wirings. Soft diet was strongly recommended for
6 weeks postoperatively. Panoramic radiographs for
evaluation of adequacy of surgical reduction and plate
localization were taken before discharge. Planned fol-
low-up interval were 1, 2, 6, and 12 weeks postopera-
tively. Post surgical complications, defined as a need
for further intervention, were recorded prospectively
over time span of at least 6 months post operatively.

RESULTS

A total of 254 stainless steel plates (2mm) were
placed to treat/fix various maxillofacial fractures dur-
ing the two years study period. Out of these 254 plates,
27 (10.63%) plates were removed. Twenty one (21)
patients were males and six (6) females with a male to
female ratio of 3.5: 1 (Fig 1). The age range of the
patient was from 4 to 60 years with a mean age of
23.8years SD+ 14.6 years (Table 1). Mandibular body
had been the most common site from where the plate
had been removed (33.33%) followed by frontozygomatic
suture (18.5%). Four plates (14.81%) were removed
from the mandibular angle, while mandibular
subcondylar region, mandibular para-symphysis, and
zygomaticomaxillary buttress were the least common
sites from where the plates were removed i.e., 7.4%
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each (Table 2). Infection/discharging sinus has been
the most common cause of plate removal i.e., 37.04%
(n=10) (fig 2 and 3). Planned removal of plates due to
age factor constituted 22.22% (n=6) out of a total of 27
plates. The least common cause of plate removal was
paraesthesia 3.7%. Four plates (14.81%) were removed
due to psychological reasons on patient’s request. Pain
and plate fractures were the other causes of plate
removal i.e., 11.11% (n=3) each (Table 3).

TABLE 2: SITES OF THE PLATE REMOVAL

S Site of Plate No of Percent-
No Removal cases age

1 Mandibular body 9 33.33%
2 Frontozygomaticsuture 5 18.5%
3 Mandibular angle 4 14.81%
4 Mandibular 3 11.11%

Parasymphysis
5 Mandibular symphysis 2 7.4%
6 Mandibular 2 7.4%

subcondylar region
7 Zygomaticomaxillary 2 7.4%%

buttress
Total 27 100%

TABLE 3: REASONS FOR PLATE REMOVAL

S Causes of Plate Number of Percent-
No Removal patients age

1 Infection/dis- 10 37.04%
charging sinus

2 Planned Removal 6 22.22%
Age factor

3 Psychological 4 14.81%
4 Pain 3 11.11%
5 Plate fracture 3 11.11%
6 Paraesthesia 1 3.7%

Total 27 100%

TABLE 1: AGE DISTRIBUTION FOR PLATE
REMOVAL

Age group Number of Percent-
patients age

1-10 6 22.22%
11-20 6 22.22%
21-30 8 29.62%
31-40 4 14.81%
41-50 2 7.4%
51-60 1 3.7%
Total 27 100%

Fig 1: Gender distribution for plate removal

21,78%

6,22%

MALES

FEMALES

Fig 2: Infected plate with exposed screw in Frontozy-
gomatic region

Fig 3: Discharging sinus due to infection in the body
of the mandible
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DISCUSION

The basic orthopedic principles of bone healing and
fixation biomechanics are applicable to cranio-maxillo-
facial reconstructive surgery. In general, however, the
emphasis is less on providing mechanical stability to
resist high levels of applied physiological forces than on
establishing rigid immobilization both to obtain proper,
stable anatomic configuration and to promote rapid
healing.10 For each particular surgical application,
there exists a variety of fixation techniques to achieve
these goals.

Monocortical miniplate fixation is an accepted and
reliable method of fixation for patients with maxillofa-
cial trauma undergoing orthognathic surgery.11

Spiessel12 Michelete et al13 and Champy et al14 devel-
oped internal fixation systems that were designed to
replace or supplement maxillo- mandibular fixation
in the treatment of maxillofacial injuries and de-
formities.

In the present study 254 plates were inserted
during the two years study period. Out of these, 27
(10.63%) plates were removed.

Various international studies showed the following
rate for plate removal.

who underwent plate removal was 36 years (age range
18 to 85 years). This is interesting observation because
none of the child patients underwent plate removal in
their series of patients. And our plate removal patients
were considerably of young age comparing with their
mean age.

In the maxillofacial skeleton most of the plates
were removed from the mandible 74.05%. Mandibular
body 33.33% had been the most common site from
where the plate had been removed in the present study,
followed by frontoztgomatic suture area i.e., 18.5%.
Reason being because of the higher incidence of infec-
tion in the mandibular fractures. Mandiblar angle
14.81% mandibular parasymphysis and symphysis
11.11% and 7.4% respectively. Only in 7.4%  the cases
the plates were removed from the subcondylar region
and the zygomaticomaxillary buttress area. While for
the frontozygomatic suture area heating of the
stainless steel plate resulted in pain. Because of pov-
erty in the area most of the patients are outdoor
workers and sometimes the temperature rises as high
as 50 C0

The present study is consistant in this regard with
Mosbah and Oloyede16 where of the 49 trauma cases
where plate removal was performed, 38 (77.5%) were
mandibular, 7 (14.3%) were from zygomatic complex
fracture sites and 4 (8.2%) were maxillary. In the 38
mandibular cases, 21 (55.5%) were from the body
(between first premolar and third molar), 15 (30.5%)
from the angle and 2 (5.7%) from the symphyseal and
parasymphyseal region.

As far as the cause of removal of the plate is
concerned infection/discharging sinus had been the
most common cause of the plate removal i.e., 37.04%.
In 11.11% of cases the plate fracture was the reason for
removal of the plate. Paraesthesia had been the least
common cause of plate removal 3.7%. In children
patients all the plates were removed due to age
factors i.e, 22.22%. Psychological factors on patient’s
request constituted 14.81% of the plate re-
movals. While in Rallis and Mourouzic15 series of
plate removal, infection had been the most common
cause of plate removal i.e, 24.3%. Infection rate in our
patients is a bit on higher side. While 21.7% of the
plates in Rallis and Mourouzic15 series were removed on
patient’s request showing that most of the patients do

Rallis and Mourozic15 (2006) 6.1%

Mosbah et al16 (2003) 14%

Bhatt and Langford5 (2003) 10%

Islamaoglu et al17 (2002) 7%

Mathew and Frame18 (1999) 5-40%

Tuovinen et al19 (1994) 9%

Nakamura et al20 (1994) 8%

According to the present study the plate removal
was predominantly done from male patients as com-
pared to female with a male to female ration of  3.5: 1
In this regard the study is consistent with that of Rallis
and Mourouzic15 showing a male to female ratio of
2.86:1.

According to the present study the age range of the
patient was 4 to 60 years with the mean age of
23.8years SD+ 14.6 years. While accordeing to  Mosbah,
and Oloyede16, the mean age of the trauma patients
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not like palpable plates in maxillofacial region in the
west.

Miniplate removal from the maxillofacial skeleton
has been a contoversal issue in the past decades and
there has been uncertainty in the past about the need
to remove miniplates and screws routinely following
satisfactory healing of jaw fractures.18 Cawood21 recom-
mended routine removal of stainless steel miniplates
after 3 months to avoid the plate interfering with jaw
function. In a retrospective study of 279 Champy
miniplates used routinely as permanent implants,
Brown et al.22 challenged the practice of routine re-
moval of stainless steel miniplates 3 or 4 months after
insertion. Iizuka and Lindqvist7 routinely removed
stainless steel plates about a year postoperatively
because there were no grounds for leaving a foreign
metal object in situ after the bone had healed. Moberg
et al.23 advised removal of nickel-chromium and cobalt-
chromium alloy implants after satisfactory healing,
because metal elements released from the surface
could induce allergic sensitization. It has, however,
been suggested that titanium and titanium alloys
are suitable for use as permanent maxillofacial
implants because their biocompatibility is superior
to that of stainless steel.16 ,24  Rosenberg et al.25

removed titanium miniplates only if the patient had
symptoms, or if they became infected or the wound
broke down.

CONCLUSIONS

From this study and its comparison with inter-
national studies it was concluded that routine
removal of stainless steel miniplates is not required for
oral and maxillofacial trauma patients treated with
plats.

As titanium plates are very costly,  using stain-
less steel miniplates for management of maxillo-
facial trauma patients is still good option for
fixation in developing and underdeveloped
countries.
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